
Report No. 0111684249

Buyer /

Test Item. : CrissCross

Model No. : 2601

Manufacturer : /

Fiber Content. : 89% Wool 11% Polyamide

Colour Name. : /

Article No. : /

End Use. : Upholstery

GABRIEL A/S
Hjulmagervej 55, DK-9000 Aalborg,,,Hong Kong

Applicant's Provided 
Care Instruction/Label:

-

Sample Receiving date: 2019-03-28

Testing Period: 2019-03-28 to 2019-04-24

Test Result: No Comment

TÜV Rheinland Uluslararası Standartlar Sertifikasyon ve Denetim A.Ş.
Kozyatagi Mah. Saniye Ermutlu Sok. No:12
Colakoglu Plaza B Blok 34742 Kadikoy Istanbul,
Tel. +902166653200, Fax +902166653299, e-mail: info@tr.tuv.com

The results given in this report belong to the received sample by vendor.
This test report shall not be reproduced other than in full except with the permission of the laboratory. Testing reports without signature and seal are not valid.
The test and/or measurement results, the uncertainties (if applicable) with confidence probability and test methods are given on the following, pages which are p
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For and on behalf of
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Hüsniye Çakmak Balkan / 
Customer Relations Textile 

Projects Team Leader

Abdullah Akil / Physical 
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- END -

1. Photo

Sample Photo

2. List of Materials

Material No. Material Color Location

M001 Textile Green/Navy Green/Navy woven base

Material List:

Conclusion:

TEST PROPERTY M001
Colour Fastness To Light #

1.Colour Fastness To Light

Test method                 : Colour Fastness to Light (BS/DIN/EN/ISO 105-B02, Method 2)

Apparatus : Xenon-arc lamp
M001

Exposure 7

Requirement
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